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File Number: 73668

5/25/2016Date Received/Started  : 

Date Completed/Reported: 5/25/2016 
 
Submitted By: Soil and Water Consulting

The Summit

Las Vegas, NV

Lab Number

Sample Description

0889

3/8" PEA GRAVEL

Q.C.

5/2016 

 

Sample Condition Normal Other (see comments)  XX

 
 

 

 

 
 
 
 
 
 
 
 

BROOKSIDE LABORATORIES, INC.

GEOTECHNICAL DIVISION

200 WHITE MOUNTAIN DRIVE

NEW BREMEN, OH 45869

 

 

*Gravel Sample

(Putting Green Materials)

Geotechnical* This report may only be reproduced in its entirety.

* These results represent the sample submitted only.
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** Date of Analysis **

Start Date  : 5/25/2016

5/25/2016Completed   : 

Soil and Water Consulting

Brookside Laboratories, Inc.
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